
 
 

Test Report       No.: XMHL2005002155CW Date: May. 18, 2020 Page 1 of   3 
                                                                            

 

XIAMEN BETTER SILICONE RUBBER CO.,LTD 
2F,NO.165,TONG’AN PARK,INDUSTRY CLUSTER ZONE,TONG’AN DISTRICT,XIAMEN CITY,CHINA 
 
 
Sample Description : FDA 6-PACK SILICONE STRETCH LIDS 

Style / Item No. : SILICONE STRETCH LIDS/S0820 

As above test item and its relevant information regarding to the submission are provided and confirmed by the 
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 
reliability or/and integrity accordingly. 

************ 
SGS Ref No. : CANHG2006924101 

Sample Receiving Date : May 9, 2020 

Test Performing Date : May 9, 2020 to May 18, 2020 

Test Performed : Selected test(s) as requested by applicant 

Test Result(s) : For further details, please refer to the following page(s) 

 

Result Summary : 
 
 Test Requested Conclusion 
 
 FDA 21 CFR 177.2600–Total extractive residues PASS 
 

 

 

 

 

 

 

 
Signed for and on behalf of 
SGS-CSTC Standards Technical Services Co., Ltd. Xiamen Branch 
 

 

  
Beck Hong 
Authorized Signatory 
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Test Results : 
  
 
Test Part Description : 
 
 Specimen No. SGS Sample ID Description Material 
 (claimed by the client) 
 SN1 CAN20-069241.001 Transparent silicone lid Silicone 

 
  
FDA 21 CFR 177.2600–Total extractive residues 
 
Test Method : With reference to US FDA 21 CFR 177.2600. 
 

 Simulant Used Time Temperature Max. Permissible  Result of 001 Comment 
 Limit 

 Distilled Water 7.0hr(s) Reflux  20mg/sq. in <0.5mg/sq. in PASS 
 temperature 

 Succeeding Extraction 2.0hr(s) Reflux  1mg/sq. in <0.5mg/sq. in PASS 
 temperature 

 n-Hexane 7.0hr(s) Reflux  175mg/sq. in 8.8mg/sq. in PASS 
 temperature 

 Succeeding Extraction 2.0hr(s) Reflux  4mg/sq. in 0.6mg/sq. in PASS 
 temperature 
 
 Notes : 
 mg/inch²= milligram per square inch 
 
Remark: This test was subcontracted to Guangzhou Branch, SGS-CSTC Co., Ltd. 
 



 
 

Test Report       No.: XMHL2005002155CW Date: May. 18, 2020 Page 3 of   3 
                                                                            

 

 
Sample photo(s): 

 

 
CANHG2006924101 
CAN20-069241.001 

 

The testing report/certificate only refers to the sample(s) tested. 

***End of Report*** 
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